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Abstract
The aim of the paper was to research how the depth of penetration in dependence on the 
fabric layer number used in the ballistic package is changed. During the research, the fol-
lowing methodology was adopted: the object of study was Twaron T750 fabric, specially 
dedicated for use in bulletproof vests. Then a numerical model consisting of 35 layers of 
fabric was established, from which the following parameters were selected for registration: 
depth of the knife’s penetration, displacement, velocity and acceleration. Then experimen-
tal studies were carried out which reflected the numerical model. In the next step a numeri-
cal model was validated and variants for the number of layers included in the package were 
created. The computing environment was commercial software LS-Dyna. Experimental 
studies were recorded using a super-high-speed camera - PhantomV12. The studies were 
conducted on the basis of the NIJ Standard -0115.00 norm.

Key words: stab resistance, body armour,  twaron fabric package, numerical model,  ex-
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partment. According to the norm, the test 
was carried out by means of the impact of 
a free falling sabot equipped with a test 
knife on a ballistic package placed on de-
formable ground.

Stab resistance as a physical phenom-
enon is very complicated due to multiple 
elements interacting with one another. 
The most complex is the protective pack-
age which, depending on the test, is com-
posed of 17 to 35 Twaron T 750 fabric 
layers. Each fabric contains hundreds of 
interweaved roving bundles, of which 
every single one is, in turn, composed of 
approximately 2000 aramid fibres of 12 
to 15 μm in diameter [6, 9 - 13]. All of 
the elements mentioned interact with one 
another. Sole contact is a highly non-lin-
ear phenomenon. It is worth mentioning 
that most of the interacting elements are 

termining the exact number of package 
layers is the most important aspect of the 
research. Precise examination of the re-
lationship between the number of lay-
ers and the penetration value, as well as 
the kinetic energy, is important because 
knowledge of this kind may allow for 
a precise selection of suitable parameters 
necessary to provide the package with 
the highest protection effectiveness pos-
sible.

n Phenomenon description
The basis for the description of the phe-
nomenon was the NIJ Standard-0115.00 
norm, which describes the method of 
carrying out protective package stab re-
sistance tests. The norm was developed 
in the United States, at the Justice De-
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n Introduction
The aim of this article was to establish 
the influence of the number of Twaron 
T750 aramid fibre layers on the penetra-
tion value and kinetic energy by means of 
a stab resistance test. The article is a con-
tinuation of a previous paper by the au-
thors, published in Fibres & Textiles in 
Eastern Europe [1]. The issue of stab re-
sistance is a complex phenomenon influ-
enced by multiple elements, one of which 
being the number of fabric layers which 
the protective package is made of [2 - 5, 
7, 8]. The number of fabric layers in the 
body armour package is a value which 
has a significant influence on the pack-
age’s surface mass. Consequently de-

Figure 1. Sabot cross section with a test knife mounted: A − test knife, B − knife handle, C − dampening element, D − nylon sabot [1].
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characterised by a different friction coef-
ficient. Among aramid fibres in roving 
bundles, as well as among roving bundles 
themselves, there are empty spaces filled 
with air, which is pushed out during the 
impact. It is only then that the elements 
previously separated by the empty space 
can start interacting. This phenomenon, 
highly non-linear in itself, introduces 
the aspect of dampening, which plays 
a significant role in the phenomenon.

Another element of the system is the 
sabot unit (Figure 1), composed of four 
independent elements, connected by the 
contact definition: test knife, handle, 
dampening element and nylon sabot. 
Important elements in the sabot unit are 
the test knife, made of tool steel for cold 
work, and dampening element made of 
low-density foam [22].

Figure 2 presents the P1 test knife in 
accordance with the norm. The knife ge-
ometry is significant since it defines the 
way the knife sinks into the protective 
package. A P1 knife is the most danger-
ous because it is characterised by little 
thickness, which, in turn, results in high 
energy density at the tip of the blade. At 
the same time, the thickness helps to pre-
vent the knife’s buckling during impact.

Figure 3 presents a simplified phenome-
non diagram during the sabot impact on a 
protective package resting on deformable 

Table 1. Manufacturer’s material data sheet [20].

Style

Linear 
density,
dtexnom

Twaron 
type Weave

Set, per 10 
cm Set, per inch Areal Density Thickness,

mm

Minimum breaking
strength, 

N/5 cm x 1.000

Minimum breaking
strength,

lb/in x 1.000
Warp/Weft Warp/Weft Warp Weft Warp Weft g/m2 oz/yd2 Warp Weft Warp Weft

CT T750 3360f2000 2000 Plain 69 69 18 18 460 13.57 0.70 16.50 18.00 1.884 2.056

Figure 3. Simplified system diagram [1].

Figure 4. a) Isoparametric model view (35 layers), b) exact modelling area close-up [1].

Figure 2. P1 knife in accordance with NIJ Standard-0115.00 norm [1].
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experimentally examined, indicating a 
significant convergence of results for pa-
rameters such as the penetration, course 
of the velocity curve within the knife’s 
axis, as well as that of the acceleration 
curve in the knife’s axis. Based on this 
model, its nine variations were estab-
lished.

n Numerical tests’ results
In the course of numerical examination, 
nine protective package configurations 
were analysed. The packed consisted of 
different layers: 17, 19, 21, 23, 25, 27, 29, 
31, 33 and 35. The experiment was vali-
dated based on the 35-layer model.

Based on the experience obtained while 
examining the 35-layer protective pack-
age model, an analysis-ending criterion 
in the form of a 30 ms boundary time was 
inferred. The end time was established 
in this manner because in the case of 
the 35-layer model the kinetic energy of 
mass 2 (sabot − 1250 g) was completely 
transferred to mass 1 (knife + its handle 
− 750 g). After the 30 ms time, mass 2 
changed the velocity turn entirely.

During the research on packages charac-
terised by a low number of layers com-
pared to the reference case (35 layers), 
it was noticed that the knife’s contour 
entirely exceeds the package’s last layer, 
and the sabot’s total energy (mostly of 
mass 2) is not absorbed.

Based on this, the next calculation-end-
ing condition was inferred in the shape of 
boundry penetration at a level of 40 mm. 
Apart from that, the maximal penetration 
allowed in the norm equals 20 mm. 

Figure 5 presents the kinetic energy for 
mass 1 in models with 17, 19, 21, 23, and 
25 layers, respectively. The starting point 
is 13.49 J energy. It is visible that until 
the moment in which the energy drops 
to the level of 8 J, the lines of the chart 
coincide, which means that the manner 
of losing energy in all cases remains the 
same. In the case of 17 layers, the 8 J lev-
el is obtained in a time of 4 ms from the 
beginning of the test. During that time 
the knife covers a distance of 9.8 mm, 
which, taking into account the package’s 
thickness of 11.6 mm, constitutes 84.7% 
of the package’s thickness. At this point, 
the package is punctured almost entirely, 
which results in a decrease in the pack-
age’s resistance. This, in turn, causes 
a slower pace of losing energy. 

Figure 5. Kinetic energy of mass 1 for tests from 17 to 25 layers.

Figure 6. Kinetic energy of mass 1 for tests of 27 to 35 layers.

ground. The ground is made of ROMA 
no 1 clay [21], imitating the human body.

 Numerical phenomenon 
representation

The numerical model representing 
Twaron T750 fabric is based on the 
manufacturer’s material data sheet (Ta-
ble 1, see page 79).

Based on the information obtained from 
the material data sheet, the interlacing 
geometry was modeled and the roving 
bundles’ thickness selected. The Kevlar 
fibres’ volume coefficient in a bundle 
was calculated at 50%, which allowed 
to calculate the alternate Young’s modu-
lus and roving bundle density [14]. Ele-
ment-erosion enhanced orthotropic elas-
tic fabric was used in order to describe 
the roving bundle fabric model. The pa-
rameters of the fabric used in the model 
are as follows: 57 GPa Young’s modu-

lus, 0.001 Poission’s ratio, and 0.1 GPa 
Shear modulus. As the damage param-
eter, 1550 MPa Principal Stress was 
used. Roving bundles were reproduced 
by the use of two-dimensional elements, 
fully integrable, with a fixed thickness at 
the level of 0.309 mm. The remaining pa-
rameters were discussed in more detail in 
publication [1].

During deliberations over the issue, 10 
numerical models were made, each hav-
ing, respectively, 17, 19, 21, 23, 25, 27, 
29, 31, 33 and 35 layers of Twaron T750 
fabric. Each model was charged with 
identical initial and boundary conditions, 
namely velocity at a level of 36 J. Trans-
lational degrees of freedom were received 
within the backing material and from sab-
ot elements, excluding the perpendicular 
direction towards the sabot axis.

A 35-layer model (Figure 4, see page 79) 
was described in article [1], which was 
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For the subsequent numbers of layers a 
similar process can be observed. Howev-
er, the thickness of the package is bigger, 
which results in the chart’s later separa-
tion from the shared line. 

An interesting example is provided by the 
course of energy for 25 layers, because 
at around 14 ms the kinetic energy is ze-
roed, and then it begins to rise. A peak is 
achieved at around 19 ms, at the level of 
0.8 J. This is caused by the fact that the 
velocity of mass 1 is slowed down by the 
protective package, and next, after some 
time, mass 1 is accelerated by the con-
stantly falling mass 2. This kind of course 
is caused by the use of a dampening ele-
ment between the masses. The function 
of the susceptible element is to reflect the 
anatomy of a human-inflicted knife stab. 
The states between layers 17 and 25 are 
average .

Figure 6 shows the kinetic energy of 
mass 1 for models with 27, 29, 31, 33 
and 35 layers, respectively. The courses 
in the above-mentioned examples are 
very similar as far as the shape is con-
cerned, because in all cases the package 
thickness was sufficient to consume the 
mass 1 kinetic energy without puncturing 
the entire coating in the first moments of 
time. Differences appear at the moment 
when mass 2 accelerates mass 1, which is 
due to different layer thicknesses which 
are still capable of supporting the knife.

Figure 7 presents the kinetic energy of 
mass 2 for models with 17, 19, 21, 23 and 
25 layers, respectively. In the initial mo-
ment of time, there appears a similarity 
with Figure 5 − the courses of the trend 
line, up to a particular moment, are very 
similar. It is due to the fact that mass 
2 drops freely until mass 1 slows down 
to a degree at which it is possible to com-
press the dampening element and begin 
transferring its energy to mass 1. This 
process accelerates in the course of the 
phenomenon until the moment when the 
kinetic energy is transformed into inter-
nal energy of the system elements. Next 
the internal energy is once again changed 
into kinetic energy with a turn opposite 
to the original one. The course of kinetic 
energy for the 17 − and 19 − layer cases 
does not allow the formation of a saddle 
on the chart, since at that moment the 
penetration already exceeds 40 mm. Only 
the 21-layer case allows the formation of 
a saddle, which is much wider than in the 
case of 23 and 25 layers. This is related to 
the stiffness of the package and the num-
ber of layers which have been punctured.

In Figure 8 one can observe the kinetic 
energy for mass 2 for models with: 27, 
29, 31, 33 and 35 layers, respectively. 

The course of the trend line for all cases 
presented remains similar, until the mo-
ment of saddle formation (at the moment 

Figure 7. Kinetic energy of mass 2 for tests of 17 to 25 layers.

Figure 8. Kinetic energy of mass 2 for tests of 27 to 35 layers.

Figure 9. Tip of knife penetration relative to the last layer of the protective package.
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ers (analysis stopped at the moment of 
time t = 26 ms). In the remaining cases 
the analysis was stopped after 30 ms had 
passed.

Of interest is the wavy course of the 
curves resulting from the knife blade’s 
temporary halt, which in turn arose from 
the slowing down of the kinetic energy 
of mass 1. Subsequently mass 2 begins 
transferring the kinetic energy to mass 
1 and further system penetration takes 
place until the moment the kinetic energy 
loses momentum. In the final phase of 
the trend line course, one can observe a 
subtle decrease in the penetration value, 
resulting from mass 2 relieving mass 1, 
as well as from the package’s and ground 
material’s partially resilient effect. 

The above-mentioned effects are best ob-
servable in the case of a coating contain-
ing 35 layers. During the number of lay-
ers decreasing, one can see a gradual blur-
ring of the effect due to the fact that the 
package’s stab resistance is diminishing.

An irregular change between 27 and 25 
layers is noticeable, regarding both the 
penetration value and the characteristics’ 
course. In order to identify the problem, 
further study on the issue is required.

According to the NIJ Standard – 0115.00 
norm, the models with from 31 to 35 lay-
ers meet the requirements regarding stab 
resistance at the first level.
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of time c.a. 16.4 ms − 17.8 ms). Discrep-
ancies appear only at a later stage. It can 
be observed that the stiffer the protective 
package, the bigger the growth of the ki-
netic energy moving away from mass 2, 
which results from the amount of energy 
which has been absorbed by the system. 
The energy has been absorbed for ele-
ment erosion and ground deformation.

Figure 9 presents the penetration of the 
tip of the knife relative to the last layer 
of the protective package. In the case of 
the 17-layer model the analysis stopped 
at the moment (13.2 ms) when the knife 
reached a 40 mm penetration, which was 
similar in the cases where the model had 
19 (analysis stopped at the moment of 
time t = 18.8 ms) and 21 layers (analysis 
stopped at the moment of time t = 26 ms). 
In the remaining cases the analysis was 
stopped after 30 ms had passed.

Of interest is the wavy course of the 
curves resulting from the knife blade’s 
temporary halt, which in turn was a con-
sequence of the slowing down of kinetic 
energy of mass 1. Subsequently mass 2 
begins transferring the kinetic energy to 
mass 1 and further system penetration 
takes place until the moment the kinet-
ic energy loses momentum. In the final 
phase of the trend line course, one can 
observe a subtle decrease in the penetra-
tion value, resulting from mass 2 reliev-
ing mass 1, as well as from the package’s 
and ground material’s partially resilient 
effect. 

The above-mentioned effects are best ob-
servable in the case of a coating contain-
ing 35 layers. During the number of layers 
decreasing, one can see a gradual blurring 
of the effect due to the fact that the pack-
age’s stab resistance is diminishing.

n Conclusions
The aim of the paper was to examine the 
relationship between the number of lay-
ers in a protective package and the value 
of penetration of the protective package. 
It was observed that the number of fabric 
layers of a protective package is the cru-
cial element in the study of stab resist-
ance. 

In the case of the 17-layer model, the 
analysis stopped at the moment (13.2 ms) 
when the knife reached a 40 mm penetra-
tion, which was similar in cases where 
the model had 19 (analysis stopped at the 
moment of time t = 18.8 ms) and 21 lay- Received 17.12.2014            Reviewed 13.07.2015


