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to the substrates. The antibacterial ef-
ficacy of berberine chloride on all three 
substrates was also found to be durable 
against laundering and light exposure. 
A suggested future work could focus on 
comparing the efficacy of berberine chlo-
ride with other natural and commercially 
available antibacterial agents.
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