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Application of Artificial Neural Networks 
to Predict the Air Permeability of Woven 
Fabrics 

Małgorzata Matusiak

Abstract
Air permeability is one of the most important utility properties of textile materials as it in-
fluences air flow through textile material. Air permeability plays a significant role in textiles 
for clothing due to their influence on physiological comfort. Air permeability is also very 
important in technical textiles, especially for filtration, automotive airbags, parachutes, 
etc. The air permeability of textile materials depends on their porosity. There are a lot of 
structural properties of textile materials influencing air permeability and there are also 
statistically significant interactions between the main factors influencing the air perme-
ability of fabrics. It justifies the application of artificial neural networks (ANNs) to predict 
the air permeability of textile materials on the basis of their structural parameters. Within 
the framework of the work presented  ANNs were applied to predict the air permeability of 
cotton woven fabrics. 
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This kind of porosity does not take into 
consideration the pores in the yarns be-
tween fibres. It also completely neglects 
the type of weave, which is very impor-
tant from the point of view of the size and 
placement of pores. Figure 1 presents 
microscopic pictures of woven fabrics 
made of the same yarn at the same den-
sity of warp and weft. We can see that the 
application of different weaves results in 
an arrangement of warp and weft yarns 
and, in the same way, in differences in 
fabric porosity – the size and placement 
of pores [11, 12]. Especially in the case 
of canvas fabric (Figure 1.c) the yarns 
are arranged unevenly, which results in 
very small and very large pores occur-
ring. This geometry of pores (Figure 1.b 
and 1.c) does not fit to the theoretical 
models of woven fabric porosity [7, 13].

The volume porosity, PV, reflects the vol-
ume of air spaces in the total volume of 
fabric, expressed by the following equa-
tion:
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where:
m  – mass per square meter, 
h  – fabric thickness,
qf  – fibre density.

The volume porosity indicates the 
amount of air contained inside the fabric, 
but it does not give information about 
pore placement, their shape, size and size 
distribution.

The microporosity of yarn is also very 
important from the point of view of fab-
ric permeability. The microporosity of 
yarn results from many factors connected 

the number and size of pores as well as 
by the pore size distribution [2, 4]. The 
porosity of woven fabrics results mainly 
from the structural parameters: the warp 
and weft diameter, warp and weft den-
sity, weave, fibre and yarn arrangement 
and fabric thickness [5]. Investigations 
confirmed that there is strong relation-
ship between the porosity and air perme-
ability. It was stated that the total porosi-
ty, size and number of pores affect the air 
permeability [6 – 8]. There are also other 
investigations showing that porosity not 
always allows to predict the air perme-
ability of woven fabrics. Havlova dem-
onstrated that relationships between the 
permeability and fabric structure cannot 
be investigated only on the basis of fab-
ric porosity characterisation [9]. Poros-
ity rather expresses air contained in the 
fabric structure, and says nothing about 
individual pores – size, size distribution 
and relative positions. Researchers [9,10] 
identify two kinds of porosity of woven 
fabrics:
n surface porosity,
n volume porosity.

The surface porosity, also called ‘vertical 
porosity’, is derived from the fabric ge-
ometry. It is defined as a complement to 
the woven fabric cover factor according 
to the following equation:

)(1 21212211 ggddgdgdPS −+−=  (1)

where:
PS – surface porosity,
d1 – diameter of the warp yarn,
d2 – diameter of the weft yarn,
g1 – warp density,
g2 – weft density.

n Introduction 
Air permeability is one of the most im-
portant utility properties of fabrics. It de-
termines the resistance of fabrics (woven, 
knitted and nonwoven) to the passage of 
air [1, 2]. The higher the resistance, the 
tighter the fabric is. Air permeability 
influences the technical and utility func-
tions of textile materials both in direct 
and indirect ways [3]. The air perme-
ability of clothing directly influences gas 
exchange between a human being and 
the surroundings and, in the same way, 
the physiological comfort of the clothing 
user. Due to this fact air permeability is 
considered as one of the crucial comfort–
related properties of clothing [4, 5]. It is 
strongly connected with the carbon diox-
ide release by the human body, the ne-
cessity of carrying sweat from the human 
skin, and body ventilation. In an indirect 
way the air permeability of fabrics influ-
ences their thermal insulation because 
the air movement through textile mate-
rial causes the forced convection of heat. 
Air permeability is very important from 
the point of view of filtration functions 
of technical fabrics. It also plays a crucial 
role in fabrics for automotive airbags, 
parachutes, sails and similar applications. 

The air permeability of textile materi-
als depends of their structure, especially 
their porosity, which is characterised by 
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with fibres, yarn parameters and spinning 
technology. It depends on the kind and 
properties of fibres used for yarn manu-
facturing. The most important fibre-relat-
ed factors are the stiffness and resilience 
of fibres as well as the shape of the fi-
bres’ cross-section. Technologies for the 
spinning, twisting and linkage of yarns 
also significantly influence the structure 
of yarn and, in the same way, its packing 
density and porosity [14 - 18]. 

Due to the fact that theoretical determi-
nation of the air permeability of woven 
fabrics is highly complex and difficult in 
relating the parameters to air permeability, 
establishing air permeability is usually un-
dertaken experimentally. There have also 
been some theoretical attempts. Xiao et al. 

[19] identified four independent geomet-
ric variables relevant to woven fabric per-
meability: the radius of the flow channel, 
that of yarn, the shape factor of the yarn 
cross-section and the thickness of fabric. 
They developed an analytical model to 
predict the static permeability of woven 
fabric based on the measured geometry of 
the flow channel formed between yarns. 
This model can be used for permeability 
prediction when clear gaps exist between 
yarns, i.e. for loose fabrics [19].

The complexity of relationships between 
the air permeability of woven fabrics and 
their structural parameters justifies the 
application of artificial neural networks 
for modelling this phenomenon. We can 
mention here a lot of arguments support-
ing the application of ANNs to predict 
the air permeability of woven fabrics. 

First of all both porosity parameters: 
surface porosity and volume porosity 
are derivative parameters determined by 
the basic structural parameters of woven 
fabrics: linear density of warp and weft 
yarns as well as the density of warp and 
weft. When predicting the air permeabil-
ity of fabrics based on the porosity, first 
it is necessary to calculate the fabric po-
rosity and next to calculate the predicted 
air permeability. However, the fabric 
porosity calculated is also a predictive, 
theoretical value and does not reflect the 
real porosity of woven fabrics. Hence we 
have to establish two prediction errors: 
the first one while predicting porosity 
and the second while predicting air per-
meability. 

What is more, in order to calculate the 
surface porosity we have to calculate the 
yarn diameter or measure it by means of 
available instruments. The calculation 
of yarn diameter also gives a predictive 
value with some prediction error. Theo-
retical models of yarn diameter common-
ly applied do not consider the spinning 

technology, which significantly influ-
ences the structure of the yarn manufac-
tured. Measurement of the yarn diameter 
can be performed using instruments such 
as the Uster® Tester or OASYS, both of 
which provide values of the diameter of 
yarn from a bobbin, having a round shape 
of the cross-section, whereas the yarns in 
fabrics are usually flattened. 

The porosity of woven fabrics made of 
yarns from staple fibres is also signifi-
cantly affected by chemical agents pre-
sent in the fabric structure. In the case 
of grey fabrics there is a sizing agent 
on the surface and between fibres of the 
warp yarn. In the finished fabrics there 
are different dyestuffs and other chemi-
cal agents applied to the fabric finishing. 
This aspect is very difficult to describe in 
a mathematic way. 

ANNs are very helpful in the prediction 
of different, sometimes very complex 
phenomena, although they do not explain 
them. An artificial neural network (ANN) 
is a mathematical model that is inspired 
by the structure and functions of the hu-
man brain [20]. The human brain is a 
biological network of neurons, which are 
specialised biological cells able to trans-
fer and process electrochemical signals. 
The biological neuron consists of a cell 
body with a nucleus, axon, dendrites and 
synapses (Figure 2).

The ANN consists of an interconnected 
group of artificial neurons. There are 
various types of ANNs of different topol-
ogy, neural neutron models as well as al-
gorithms of activation and learning func-
tion. Figure 3 presents an example of 
an artificial neural network - Multilayer 
perceptron (MLP) with 2 hidden layers. 

In most cases the ANN is an adaptive 
system that changes its structure based 
on external or internal information flow-
ing through the network during the learn-

Figure 1. Microscopic pictures of woven fabrics made of the same yarn and yarn density, but with different weaves: a – plain, b – twill, 
c – canvas [11].

Figure 2. Structure of biological neuron. 

Figure 3. Example of the scheme of an ar-
tificial neural network: MLP with 2 hidden 
layers.
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air permeability of woven fabrics, first 
of all an appropriate set of woven fab-
rics of different structure was collected. 
They were 106 variants of cotton woven 
fabrics of different weave and compact-
ness resulting from different linear den-
sities of warp and weft yarns as well as 
from the different number of picks and 
ends. To manufacture the fabric samples, 
cotton yarns of linear density typical for 
European spinning mills were applied: 
15, 20, 25, 30, 40, 50, 60 and 100 tex. 
Fabrics were woven in different weaves: 
plain, twill 3/1, twill 2/2, rep 2/2 (2), rep 
1/1 (0,1,0) and hopsack 2/2 (0,2,0). Basic 
characteristics of the fabric set investi-
gated are given in Table 1.

properties, such as tensile strength, stiff-
ness, hand, permeability, drape, comfort 
related properties [29 - 35], etc. The pre-
diction of air permeability by means of 
ANNs was also investigated by [36, 37], 
however investigations have been per-
formed on the basis of a small number of 
data, which should influence the results 
significantly. 

In the work presented ANNs were used 
for predicting the air permeability of wo-
ven fabrics. 

n Materials and methods used
In order to analyse the possibility of the 
application of ANNs for modelling the 

ing phase. ANNs are powerful tools for 
modelling, especially when the underly-
ing data relationships are unknown [21]. 
ANNs are used in classification, categori-
sation, regression and optimisation prob-
lems. They are applied in different areas: 
medicine, economy, chemistry, physics, 
geology, etc. In textile engineering the 
application of ANNs has become more 
and more popular since 1990 [22]. Today 
ANNs are used in all fields of textiles: fi-
bres, yarns, fabrics and clothing. 

In fibres, ANNs are used for the classifi-
cation of natural fibres of both plant [23] 
and animal [24] origin. In the area of syn-
thetic fibres, ANNs have been applied for 
the identification of production control 
parameters and prediction of the proper-
ties of melt spun fibres [25, 26]. In spin-
ning technology ANNs have been suc-
cessfully used for modelling the techno-
logical processes and properties of yarns 
[27, 28]. In the area of fabrics ANNs 
have found application in the inspection 
of manufactured materials, in the detec-
tion and classification of fabric faults, in 
weave identification as well as in the pre-
dicting structural, mechanical and utility 

Table 1. Basic characteristics of the set of woven fabrics investigated;*) Linear density of 
warp and weft yarns were not measured. Nominal values were taken according to the dec-
laration of the fabric manufacturers.

Parameter Unit Measurement error Average Min. Max.
Linear density of warp Tt *) 30.7 15 60
Linear density of weft Tt *) 51.1 20 100
Warp density dm-1 ± 2 288.9 231 336
Weft density dm-1 ± 2 164.2 73 301
Mass per square meter gm-2 ± 1 178.0 68.3 379.0
Thickness mm ± 0.1 0.57 0.22 1.31

Figure 4. Distribution of air permeability in the set of wo-
ven fabrics investigated.

Figure 5. Relationship between the surface porosity and 
air permeability of the woven fabrics.

Figure 6. Relationship between the volume porosity and 
air permeability of the woven fabrics.

Figure 4. 
Figure 5.

Figure 6.
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All fabrics were measured in the range of 
their basic structural parameters accord-
ing to the standardised procedures. The 
measurement of air permeability was 
performed using the procedure described 
in Standard PN–EN ISO 9237 [38]. In 
this method the permeability of fabrics 
to air is expressed by the velocity of air 
passing through the sample in the direc-
tion perpendicular to the sample at the 
predetermined conditions: surface area, 
pressure drop and time. 

The distribution of air permeability in the 
set of fabrics investigated is presented in 
Figure 4. 

For each fabric variant the values of sur-
face porosity PS and volume porosity PV 
were calculated on the basis of those of 
the basic structural parameters. Relation-
ships between the calculated values of 
both porosity parameters and air perme-
ability (AP) are presented in Figures 5 
and 6.

Theresults obtained confirmed that there 
is a positive correlation between the po-
rosity and air permeability; but the rela-
tionships are not strong. For the surface 
porosity the value of the correlation coef-
ficient is 0.68 and for the volume poros-
ity Rx,y it is 0.61. Additionally in the case 

of the surface porosity, it is clearly seen 
(Figure 5) that there are two groups of 
fabrics: those of very low surface poros-
ity, below 0.10, and those of porosity big-
ger than 0.20. For each group of fabrics a 
separate regression line could be derived 
expressing the relationships between the 
surface porosity and air permeability. 
Moreover there are fabrics of similar air 
permeability, although they belong to dif-
ferent groups from the point of view of 
surface porosity.

The results obtained confirmed that not 
always can the porosity be a good pre-
dictor of the air permeability of woven 
fabrics. Due to this fact it was decided to 
check the possibility of the prediction of 
air permeability by means of ANNs. 

An analysis of the application of ANNs 
for modelling the air permeability of the 
woven fabrics was performed using STA-
TISTICA software. Elaboration of the 
ANNs was done by the following steps:
n selection of variables for modelling,
n division of data into training, selection 

and test sets,
n selection of the type of ANN,
n selection of the initial configuration of 

the ANN,
n selection of a training algorithm.

The topic investigated represents a typi-
cal regression problem. The set of data 
used for the elaboration of the ANN con-
sisted of:
n numerical variables: linear density of 

weft yarn, linear density of warp yarn, 
the number of weft threads per deci-
metre, the number of warp threads per 
decimetre, the mass per square meter, 
and thickness,

n nominal variable: weave.

The set of variables applied for model-
ling is presented in Table 2.

Due to the small number of cases the 
nominal variable - weave was classified 
into two categories: 
n plain,
n other.

In the work presented the nominal vari-
able was introduced into the model as the 
numerical variable after its appropriate 
encoding. A two-state nominal variable 
was transformed into numeric values us-
ing an ordinal encoding: 0 and 1.

The data were divided into training, se-
lection and test sets randomly: 70% of 
cases were selected for the training set 
and 15% - for selection and test sets. The 
multilayer perceptrons (MLP) was used 
in the investigation, which is the most 
popular type of ANN used in regression 
problems. Due to the small number of 
cases (75 in the training set) the struc-
tures: 1 hidden layer with 2 – 4 neurons 
were taken into the further consideration. 
For activation of neurons in the hidden 
layer the S-shaped functions were ap-
plied: logistic, exponential and hyper-
bolic tangents. In additional to the above-
mentioned functions for activation of 
the neuron in the output layer, the linear 
function was used. The quality of predic-
tion of the ANNs designed was assessed 
on the basis of:
n comparison of values of air perme-

ability observed and predicted,
n analysis of prediction errors, 
n external validation.

Results and discussion
After several trials from 200 gener-
ated ANNs, 50 of them were saved. All 
ANNs generated have 7 neurons in the 
input layer and 1 neuron in the output 
layer. Next the best ones from the group 
of ANNs with 2, 3 and 4 neurons in the 
hidden layer were chosen from the point 
of view of prediction quality. Table 3 
presents the characteristics of ANNs cho-
sen for predicting the air permeability of 
cotton woven fabrics. For comparison, 
in Table 3 a network is also presented 
characterized by the lowest quality of 
prediction among all ANNs generated, 
marked as ANN 4 i.e., the lowest values 
of correlation coefficients between val-
ues observed and predicted as well as the 
highest prediction errors. It is marked as 
ANN 4.

They have different numbers of neurons 
in the hidden layer (Table 3). The ANNs 
generated differ between each other in 

Table 2. Set of variables applied for model-
ling.

Variable Scale Role
Sample symbol

Nominal
Identifier

Weave

Input

Warp linear density

Numerical

Weft linear density
Warp density
Weft density
Mass per square 
meter
Thickness
Air permeability Output

Table 3. Characteristic of ANNs chosen.

Parameter ANN 1
MLP 7-4-1

ANN 2
 MLP 7-3-1

ANN 3 
MLP 7-2-1

ANN 4
MLP 7-2-1

Number of neurons in hidden layer 4 3 2 2
Correlation coefficient between values 
observed and predicted (training set) 0.966 0.956 0.958 0.880

 Correlation coefficient between values 
observed and predicted (selection set) 0.931 0.918 0.897 0.901

Correlation coefficient between values 
observed and predicted (test set) 0.970 0.962 0.940 0.891

Prediction error (training set)   9135 11800 11420 36080
Prediction error (selection set) 10970 13186 15630 16350
Prediction error (test set)   3879   3720   5746 10040
Activation function (hidden neurons) hyperbolic tangent logistic

exponential
Activation function (output neuron) linear hyperbolic tangent
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the range of the function of activation of 
hidden and output neurons. ANN 1 with 
4 neurons in the hidden layer is character-
ised by the highest correlation coefficient 
between the values of air permeability 
observed and predicted for all sets: train-
ing, selection and test (Table 3). ANN 2 
is characterised by slightly lower values 
of the correlation coefficient in compari-
son with ANN 1; nevertheless the predic-
tion errors for the training and selection 
sets are significantly higher in the case of 
ANN 2 than in that of ANN 1. The lowest 
quality of prediction occurred for ANN 4. 

Figure 7 present a comparison of values 
of the air permeability of woven fabrics 
observed and those predicted by means 
of the ANNs elaborated.

The quality of predicting the air perme-
ability of woven fabrics using the ANNs 
generated was assessed by external vali-
dation done on the basis of results for 9 
variants of cotton woven fabrics different 
from those applied in the generation of 
the ANNs. All fabrics taken for external 

validation were chosen randomly. They 
were purchased on the market, but select-
ed from the same kind of woven fabrics 
used in the first part of the experiment to 
design the ANNs. The ANNs designed 
were dedicated for such kinds of woven 
fabrics. Fabrics 2 and 9 are in the range 
of parameters occurring in the set of data 
used to design the ANNs. The difference 
in weft density (sample 2) and thickness 
(sample 9) are in the range of the meas-
urement error. 

Characteristics of the woven fabric vari-
ants taken for external validation are pre-
sented in Table 4. 

The analysis of prediction quality includ-
ed a comparison of observed and predict-
ed values of air permeability as well as 
values of statistical measures:
n correlation coefficients between the 

values observed and predicted,
n mean square error - MSE:

Figure 7. a) - ANN 1, b) ANN 2, c) ANN 3, d) ANN 4 – comparison of observed and predicted values of the air permeability of woven fab-
rics: ♦ – training set, ■ – selection set, ○– test set.

Table 4. Characteristics of woven fabric variants taken for external validation.

No. Weave
Linear 

density of 
wrap, Ttex

Linear 
density of 
weft, Ttex

Mass per 
square 

meter, gm-2

Warp 
density, 

dm-1

Weft 
density, 

dm-1

Thickness,  
mm

1.
Twill 3/1 S

50 50 225.0 317 116 0.70

2. 60
60

241.0 321 72 0.91

3.

Plain 15

151.8 271 170 0.53

4. 20 101.5 278 260 0.34

5. 40 133.6 276 210 0.44

6. 30   85.9 268 146 0.37

7. 40 148.7 304 232 0.29

8.
Twill 3/1 S

30
50

132.0 242 111 0.54

9. 50 279.0 326 139 1.32

a) b)

c) d)
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where:

m  – number of cases,
yi  – observed value of ith case,
yi

p  – predicted value of ith case. 

A comparison of the observed values of 
air permeability measured by the stand-
ardised method [34] and those predicted 
using the ANNs designed is presented in 
Figure 8.

Values of statistical measures calculated 
characterising prediction quality for the 
external set of fabrics are presented in 
Table 5. 

Correlation coefficients between the val-
ues of fabric air permeability measured 
and predicted for ANN 1 – ANN 3 are 
higher than 0.97. Even in the case of the 
worst ANN taken for comparison – ANN 
4, the correlation coefficient is quite high 
– 0.88. Nevertheless the values of air 
permeability predicted with ANN 4 (the 
worst one) differ significantly from the 

air permeability of the fabrics measured 
in the external set (Figure 8.d). The er-
rors of prediction with ANN 4 are also 
much higher than those for the rest of the 
ANNs designed. 

Table 6 presents values of the prediction 
errors for each variant from the external 
set of woven fabrics. The prediction error 
was calculated according to the follow-
ing formula:

p

p

y

yy
p

−
=∆                   (8)

where:
∆p – relative prediction error,
yp  –value predicted,
y  –value observed.

The lowest values of relative prediction 
error can be observed in the case of ANN 
1 and ANN 2. For ANN 1 the values 
of the prediction error are in the range  

Figure 8. Comparison of observed values of air permeability measured by the standardised method and those predicted using: a) ANN 1, 
b) ANN 2, c) ANN 3, d) ANN 4 elaborated.

a) b)

c) d)

1 2 3 4 5 6 7 8 9 1 2 3 4 5 6 7 8 9

1 2 3 4 5 6 7 8 9 1 2 3 4 5 6 7 8 9
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0.02 – 0.25, with exception of variant 7. 
For ANN 2, in majority of cases (8 cases 
in 9) the values of the relative prediction 
error do not exceed 0.15. In the case of 
variant 7 all values predicted using the 
ANNs designed differ significantly from 
the value of air permeability measured. 
It is difficult to determine the reason for 
such big differences. They may be caused 
by the fabric finishing. The woven fabrics 
for external validation were purchased on 
the open market and we do not have any 
data concerning fabric finishing.

The biggest differences between the val-
ues of air permeability observed and pre-
dicted were noted for ANN 4, which is 
according to expectations. In the first step 
of the investigation ANN 4 was assessed 
as the worst among all ANNs generated 
and saved taking into consideration the 
quality of prediction. ANN 4 was in-
cluded in further consideration in order 
to compare it with selected ANNs: ANN 
1 – ANN 3. The results presented in table 
6 confirm that ANN 4 is characterised by 
the lowest quality of prediction. In 3 cas-
es the relative prediction error is higher 
than 1.0, and only in 2 is the value of the 
prediction error lower than 0.25.

In general, we can state that the results 
obtained confirm the good quality of the 
ANNs designed for predicting the air 
permeability of cotton woven fabrics. 
In the majority of cases the values pre-
dicted with the ANNs are close to those 
measured for the air permeability of wo-
ven fabrics from the external set. We can 
also observe some cases with significant 
differences between values of air perme-
ability observed and predicted.

The results obtained confirmed that the 
ANNs can be successfully applied to pre-
dict the air permeability of woven fab-
rics on the basis of their basic structural 
parameters. According to the Author’s 
opinion, the ANNs can be implemented 
in industrial practice. However, some re-
searchers consider that ANNs are not of 
practical value, and presently this method 
has basically been abandoned. I disagree 
with this opinion. Establishing the basic 
structural parameters: weave, warp and 
weft linear density, and the number of 
picks and ends is the starting point for 
designing woven fabrics and their man-
ufacturing process. Moreover in daily 
industrial practice the above-mentioned 
basic structural parameters are measured 
within the framework of intermediate 
and final quality control. As a result, the 

technical staff of a weaving mill have a 
huge amount of data, many times bigger 
than those possessed by the researches, 
which can be used for the elaboration of 
ANNs, especially for a specific weaving 
mill. Of course, it should be done with 
the help of a scientist dealing with artifi-
cial intelligence. 

The investigations presented are based on 
a relatively small number of data, which 
is a common problem for researchers. 
Nevertheless by performing the investi-
gations presented, the author has demon-
strated the possibility of ANN applica-
tion for modelling the air permeability of 
woven fabrics on the basis of their basic 
structural parameters, commonly meas-
ured in industrial practices. 

In my opinion, now is an appropriate 
time to put research results in the area of 
ANNs into practice instead of abandon-
ing this promising and easy-to-use pre-
diction method. 

n Conclusions
The complexity of relationships between 
the air permeability of woven fabrics 
and their structure justifies the purpose-
fulness of the application of ANNs to 
predict fabric permeability. Investiga-
tions carried out in the work presented 
confirmed that ANNs can be successfully 

applied to predict the air permeability of 
woven fabrics. The statistical analysis of 
prediction errors, the comparison of ob-
served and predicted values as well as 
the validation based on the results of the 
external set of fabrics confirmed the good 
quality of air permeability prediction us-
ing the artificial neural networks elabo-
rated. Nevertheless analysis of the results 
separately for particular fabric variants 
from the internal set of fabrics showed 
that there are some cases characterised 
by a high value of relative prediction er-
ror, which can be caused by factors con-
nected with the kind of finishing of the 
fabrics investigated. This factor was not 
taken into consideration while designing 
the ANNs.

Cotton woven fabrics were manufactured 
in order to perform the investigation pre-
sented. The fabrics were finished in the 
same way – classical starch finishing. 
Thus the ANNs designed can be applied 
to predict the air permeability of such a 
kind of fabric. It is possible to prepare an 
ANN for the prediction of the air permea-
bility of cotton woven fabrics finished in 
different ways. But in order to do this it 
is necessary to have an appropriate set of 
input data based on the measurement of a 
bigger number of fabric variants with dif-
ferent finishing. Such a set of necessary 
data is available in the textile industry.

Table 6. Values of prediction errors for each variant from the external set of woven fabrics.

No. of variant ANN 1 ANN 2 ANN 3 ANN 4
1. 0.14 0.14 0.06 0.27
2. 0.25 0.07 0.08 1.75
3. 0.14 0.04 0.14 0.14
4. 0.05 0.12 0.07 0.30
5. 0.14 0.09 0.11 0.00
6. 0.06 0.13 0.03 0.08
7. 0.50 1.22 0.59 1.19
8. 0.02 0.02 0.11 0.58
9. 0.25 0.02 0.84 2.91

Table 5. Values of statistical measures calculated characterising prediction quality for the 
external set of fabrics.

Parameter

Value

ANN 1
MLP 7-4-1

ANN 2
 MLP 7-3-1

ANN 3 
MLP 7-2-1

ANN 4
MLP7-2-1

Mean squared error in (mm s-1)2 10128 15200 18924 108330

Root mean squared error in mm s-1 100.64 123.28 137.56 329.14

Mean absolute error in mm s-1 90.10 89.44 111.39 254.56

Mean percentage squared error 0.0488 0.1722 0.1231 1.4948

Mean absolute error 0.1714 0.2063 0.2242 0.8034

Correlation coefficient 0.9848 0.9719 0.9748 0.8770
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In order to apply the ANNs successful-
ly it is necessary to have knowledge of 
ANNs, especially in the range of the kind 
of ANN, its topology, learning algorithm 
and functions of activation. However, 
knowledge and ability to work with the 
ANN is only the starting point for fur-
ther investigation. Understanding the 
phenomenon investigated is equally im-
portant for correct work with ANNs and 
reliability of results. 

Very important is the proper prepara-
tion of a set of input data, especially in 
the aspect of representativeness and the 
number of data as well as appropriate 
categorisation of data from the point of 
view of a uniform number of cases in 
each category. 

The choice of the best ANN from among 
all ANNs generated and saved has to 
be based on the analysis of many fac-
tors, such as prediction errors, even the 
influence of particular input data on the 
model, and results of prediction for the 
internal set of data. 
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