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Abstract
This paper deals with the problem of the influence of the angular arrangement of  laminas 
on the buckling force of rectangular composite plates. The article presents  a general, 
simple analytical method of buckling load determination and finding the best arrangement 
in terms of the highest stiffness in the prebuckling state. Some special characteristic cases 
of arrangements in an  eight layered GFRP laminate are assumed, and buckling force as 
a function of the arrangement is investigated by finding proper maxima. Results for some 
characteristic lay-ups are compared with FEM and results found in literature. 
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on fiber reinforced laminates and tries to 
theoretically answer the question how to 
arrange the angular orientation of each 
ply in a symmetric lay-up in order to in-
crease the resistance to buckling. Similar 
theoretical considerations were already 
performed [12, 19]. However, the ap-
proach to the problem presented by previ-
ous authors is slightly different. Methods 
applied in the literature quoted are based 
on checking many lay-ups using iteration 
methods - many different combinations 
are compared or buckling load functions 
estimated. The method presented in this 
article differs from other approaches in 
its simplicity and investigation of whole 
critical force functions vs. the angle - not 
just special cases. Other publications also 

n Introduction
Composites are currently one of the most 
important classes of materials used in 
almost all branches of industry. A wide 
group of composite structures is repre-
sented by fiber reinforced polymers [3, 
4], Fibred Metal Laminates or Sandwich 
Panels. They can be met in civil engi-
neering (reinforcing windows or doors) 
[2], dentistry [10], orthopedics (implants) 
[7, 10], the automotive industry (hous-
ings and panels) [1], the aircraft indus-
try (skins of airplanes, wings) [13, 17] or 
wind turbines (shovels) [9]. Their main 
advantage is a high strength to weight ra-
tio. Instead of using pure metals or their 
alloys, which are usually very heavy, 
composites are used. This paper focuses 
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Figure 1. Plate with dimensions considered and coordinate system assumed.

Figure 2. Numbering of plies.
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include experimental and numerical [19] 
comparisons of results. Laminates are 
usually modelled as orthotropic materi-
als. In order to consider all phenomena 
occurring in the laminates [11, 14] new 
elements for the Finite Element Method 
has been designed [6, 15, 18]. The Finite 
Element Method is a very powerful way 
to perform any type of strength analy-
sis when analytical-numerical solutions 
usually have to contain simplifications. 
In the case of non-symmetric lay-ups of 
the laminas, analytical methods become 
more complicated and another numerical 
or analytical-numerical method should 
rather be applied [20] due to the appear-
ance of non-zero values in elements of 
stiffness matrix B. These elements are re-
sponsible for unexpected phenomena e.g. 
twisting during compression or bending. 

The main aim of this study was to pre-
pare a simple analytical model that 
allows to find a function describing  
the influence of the angular arrangement 
of fibers with respect to midplane sym-
metric laminates on the buckling load. In 
order to show only analytic methods of 
determining the stiffest angular arrange-
ments, the symmetry of the lay-up in 
an eight layered laminate is considered.  
A simple form of an analytical method 
has got some limitations – only the func-
tion of two variables can be investigated, 
which means that in the case of an arbi-
trary number of layers, the maximal val-
ue of variables introduced (in this case 
- angles can be two). The simplicity of 
the method presented may turn out to be 
very useful and quick during the design 
process of composite panels. Having just 
simple mathematical software (Math-
ematica or Matlab) or own software code 
optimisation, the problem of finding  
the highest stiffness of composite panels 
[17] can be easily solved.

n Analytical solution
The method proposed is derived for rectan-
gular composite plates with dimensions  
a × b × t, where a is a length of the plate, 
b – the width of the plate, and t is the 
plate thickness (Figure 1).

It was assumed that the plate is made of 
an 8 layer laminate with homogenized 
orthotropic material properties at each 
ply and symmetrical ply arrangement. 
However, by using the way of think-
ing presented, the number of layers can 
be decreased or increased. Knowing  

the Young modulus in two perpendicular 
directions E1 and E2, Kirchhoff modulus 
G12 and Poisson ratio ν12, elements of  
the stiffness matrix for each ply can be cal-
culated using well-known formulas [16]:

                (1)

where ν21, according to the Betty-Max-
well theorem, can be calculated from:

.

The arrangement of the principle axes of 
orthotropy (fibres) can be rotated with 
some angle with respect to the main coor-
dinate system, and the new Q coefficients 
of the stiffness matrix is expressed by 
[16] see Equation 2.

As has been mentioned, at the beginning 
the plate is assumed to be symmetric with 
respect to the midplane and even has  
a number of plies. Thus only the elements 
of matrix D (part of the stiffness matrix 
corresponding to bending) are needed to 
calculate the buckling load.

According to Jones [16], the buckling 
force of a composite plate simply sup-
ported on each edge and subjected to 
unidirectional compression, is equal to 
Equation 3 where m and n are the num-
bers of halfwaves in the x and y directions 
(Figure 1), respectively, and then coeffi-
cients Dij, for any case, are given by [16] 
see Equation 4 where is the thickness 
of the kth ply, and zk is the distance from  
the geometric midplane to the middle of 
the kth ply. For a symmetric arrangement 
of the plies with respect to the midplane, 
for even numbers of plies (k = 2n) and 
plies with all the same thickness t (ar-
rangement and , the following formula is 
valid see Equation 5.

At this stage of the considerations, a con-
clusion can be drawn that layers which 
are the most distant from the geometrical 
midplane of the plate have the greatest 
influence on coefficients D. In further 
considerations only the case of an 8 ply 
symmetric laminate with an angular ar-
rangement equal to: [θ4, θ3, θ2, θ1, θ1, θ2, 
θ3, θ4] will be taken into account. In this 
case coefficients are equal to Equation 6 
(see page 94).

Introducing at most only two variables 
a and b (denoting angle of ply orienta-
tions) the three cases of the angular ar-
rangement of the plies have been consid-

(2)

(3)

(4)

(5)

Equations 2, 3, 4 and 5.
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(6)

(8)

(10)

(11)

Equations 6, 7, 8, 10 and 11.

sin(-x) = -sinx so sin2(-x) = sin2x and 
cos(-x) = -cosx so cos2(-x) = cos2x.     (7)
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ered to verify and check the tendency for  
the buckling load in the midplane sym-
metric laminates. They are as follow:

case 1: [a, -a, a, -a, -a, a, -a, a],
case 2: [90° + a, a, 90° + a, a, a,  

90° + a, a,  90° + a],
case 3: [90° + a, a, 90° + b, b, b,  

90° + b, a, 90° + a],
where, a and b angles can be change 
from -90° to +90°. The cases of layer ar-

rangements assumed allow to describe 
almost all types of midplane symmetric 
laminates in which the bending – stretch-
ing coupling as well as bending – twisting 
coupling are zero (deformation caused by 
the load are analogous to the structure of 
isotropic materials). It should be noted 
that midplane symmetric laminates are 
one of the most popular angular arrange-
ments appearing in the literature [5, 20] 
and used in real structures. 

In the first case [a, -a, a, -a, -a, a, -a, a], 
the following two trigonometric identi-
ties have been used to solve this problem 
(Equation 7).

Then the Dij coefficients are (see Equa-
tion 8).

The critical force is only a function of a. 

Figure 7. Plot force vs. angle for plate a = 2b = 200 mm for ar-
rangement. 

Figure 8. Plot force vs. angle for plate a = 3b = 300 mm for ar-
rangement.

Figure 5. Plot force vs. angle for plate a = 3b = 300 mm for ar-
rangement. 

Figure 6. Plot force vs. angle for plate a = b = 100 mm for ar-
rangement. 

Figure 3. Plot force vs. angle for plate a = b = 100 mm for ar-
rangement.

Figure 4. Plot force vs. angle for plate a = 2b = 200 mm for ar-
rangement.
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In the second case [90° + a, a, 90° + a, a, a,  
90° + a, a,  90° + a] similar trigonomet-
ric identities have been used:

sin(90° + x) = cosx           so 
sin2(90° + x) = cos2x        and 
cos(90° + x) = -sinx          so  
cos2(90° + x) = cos2x.                          

(9)

Now the formulas for coefficients can 
be reduced to see Equation 10 (see  
page 94).

To find the best arrangement in  
the third case [90° + a, a, 90° + b, b, 
b, 90° + b, a, 90° + a], a function of 
two variables has to be introduced and  
a graph of the function must be considered 
in a 3D space. Similar to previous cases, 
the elements Dij are as Equation 11 (see  
page 94).

Figure 9. Plot force vs. angle for plate a = b = 100 mm for arrangement: with buckling mode m = 1. 

Figure 10. Force vs. angle for plate a = b = 100 mm for arrangement: with buckling mode m = 2.

Knowing the coefficient of the bending 
stiffness matrix [D], it is easy to calcu-
late the buckling force for a rectangular 
plate using Equation 11. The results of 
exemplary calculations are presented in 
the next section.

 Exemplary results of 
calculations

Calculations were performed on rectan-
gular composite plates with dimensions 
a×b×t made from GFRP laminate. Mate-
rial properties are taken from the results 
of experimental tests [4] and  assumed to 
be as follow: 
n Young modulus: E1 = 38.5 GPa; 
n Young modulus E2 = 8.2 GPa; 
n Kirchhoff modulus: G12 = 1.92 GPa; 
n Poisson ratio: ν12 = 0.27.

Necessary parameters of the laminate are 
as follow:

ν21 = E2/E1 ν12 = 0.057,
Q11 = E1/(1 - ν12 ν21) = 39.1 GPa
Q22 = E2/(1 - ν12 ν21) = 8.23 GPa      (12)
Q12 = ν12 E2/(1 - ν12 ν21) = 2.22 GPa
Q66 = G12 = 1.92 GPa

In further considerations, the value of 
the thickness of the lamina was assumed 
to be tk = 0.26 mm. A series of three di-
mensions of the plates a = b = 100 mm,  
a = 2b = 200 mm, and a = 3b = 300 mm 
have been taken into the calculations. 
Due to the simple axial load, it is as-
sumed that in the b direction only one 
halfwave can occur. 

The plots presented in Figures 3 - 8 
show the dependence between the criti-
cal force and angle for three values of 
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half-waves in the longitudinal direction 
m = 1, 2 & 3 for pairs a = b = 100 mm, 
a = 2b = 200 mm and a = 3b = 300 mm.  
The buckling force should always be 
taken as the smallest one from curves 
coresponding to given buckling modes.

In the case of layer arrangements, 3D 
plots had to be prepared, and are present-
ed in Figures 9 – 10.

In all of the cases of lay-ups assumed in 
terms of the variables, the highest stiff-
ness is obtained by using arrangement 
[-45/45/-45/45/45/-45/45/-45] of layers. 
In plate a = 2b = 200 mm even three 
buckling modes can occur depending 
on the angular orientation. Comparison 
of the analytical solution with FEM is 
presented in Table 1, and these results 
are in good agreement with numerical 
and experimental investigations. In [20] 
12th layered symmetrical laminates were 
analysed using semi-analytical and finite 

element methods. It turned out that the 
symmetrical arrangement which consists 
of only ±45 plies still provides the high-
est buckling load even in higher number 
of plies. Experiments performed in [4, 5] 
showed that introducing a further 0/90 
ply pairs decreases the critical force. Nu-
merical predictions were in good agree-
ment with experimental tests. According 
to the analysis performed, which includes 
only some special orthogonal pairs of ar-
rangements, a conclusion can be drawn 
that lay-ups consisting of only ±45 angles 
provides the highest buckling loads in all 
fibred materials, which are assumed to 
be ordered symmetrically with respect to 
the midplane. However, the experiments 
quoted showed that placing the two lami-
nas near the midplane at 0 angles (e.g. 
[-45/45/-45/0/0/-45/45/-45]) can slightly 
increase the buckling load; however, ac-
cording to assumed in this article, the se-
quences of plies cannot be proven. 

Table 1 presents minimal buckling forces 
with appropriate buckling mode m from 
FEM and the analytical solution for 
some specific arrangements. In all cases  
the buckling mode is the same for FEM 
and analytical results.

n Conclusions
The method presented gives results very 
comparable to FEM. The relative error 
turned out to be no higher than 2% in  
the case of arrangements including an-
gles 0 and 90 and those not higher than 
10% for lay-ups ±45°. The results of ex-
perimental tests are proportional to those 
obtained from analytical, numerical and 
FEM methods. The main advantage of 
the way of calculations presented is its 
availability, simplicity and arbitrary 
number of plies which can be introduced. 
However, it also has disadvantages due 
to the limited number of variables intro-
duced and validity only for symmetric 
lay-ups. According to calculations per-
formed by other authors, a conclusion 
can be drawn that in the case of fibred 
laminates the highest buckling loads ap-
pear in arrangements composed of ±45° 
plies. In the future, the method presented 
can be extended using other numerical 
methods, introducing an arbitrary num-
ber of variables. 

Glass and carbon fibre laminates have 
a lot of advantages in terms of proper 
design. They provide a high strength to 
weight ratio and a very wide range of 
appropriate materials. After choosing 
proper material, forming of the compos-
ite can still be controlled by the designers 
by angular arrangements of the fibres, as 
presented in this paper. 

The analytical method presented can be 
used in the form presented or extended 
for more layers and be used in the de-
sign process, which could be important 
in situations where a quick evaluation 
of construction stability is needed. Such  
a problem may occur when the mechani-
cal system is too heavy, and due to this 
fact it does not fulfill its tasks - as a very 
good example the elements in aircraft can 
be quoted. Before standard FEM analysis 
of the whole plane it is good to evaluate 
the stiffness of some parts - this approach 
seems to be ideal for this purpose. In  
the future, the authors will verify experi-
mentally tendencies presented for other 
structures, such as complicated shaped 
columns, not only simple plates.  

Table 1. Comparison of buckling loads FEM vs. the analytical method for some special 
cases of angular arrangement.

Arrangement
Plate a = b = 100 mm Plate a = 2b = 200 mm Plate a = b = 100 mm

m Fan, kN FFEM, kN m Fan, kN FFEM, kN m Fan, kN FFEM, kN
[-45/45/-45/45]s 1 7.01 6.41 2 7.01 6.46 3 7.01 6.47

[30, -30, 30, -30]s 1 6.35 5.91 2 6.35 5.97 2 6.19 5.89
[-30, 60, -30, 60]s 1 6.35 5.89 2 6.35 5.88 3 6.35 5.86

[0, 90, 0, 90]s 1 4.39 4.35 2 4.39 4.36 3 4.39 4.36
[90, 0, 90, 0]s 1 4.39 4.35 2 4.39 4.36 3 4.39 4.36

[90, 0, 45, -45]s 1 4.74 4.63 2 4.74 4.63 3 4.74 4.65
[45/-45, 0, 90]s 1 6.69 6.19 2 6.69 6.24 3 6.69 6.24
[45/-45, 90, 0]s 1 6.69 6.19 2 6.69 6.24 3 6.69 6.24

Figure 11. Exemplary FEM buckling mode for plate a = 2b = 200 mm with arrangement 
[-45/45/-45/45].
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